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PERFIL-T, EN 573-3/755-9

® Disponible
O Consultar
0 Consultar

15 | x| 15 | x| 2,0 0,151 u
20 | x| 20 | x| 2,0 0,205 u
25 | x| 25 | x| 2,0 0,259 u
x| 25 | x| 3,0 0,381 [ |
30 | x| 30 | x| 2,0 0,313 [ |
x| 30 | x| 3,0 0,462 u
35 | x| 35 | x| 3,0 0,543 u
40 | x| 40 | x| 2,0 0,421 [ |
x| 40 | x| 3,0 0,624 u
x| 40 | x| 4,0 0,820 u
45 | x| 45 | x| 3,0 0,705 (o)
50 | x| 50 | x| 4,0 1,037 [ |
x| 50 | x| 50 1,283 u
x| 80 | x| 50 1,688 u
60 | x| 60 | x| 4,0 1,253 u
x| 60 | x| 6,0 1,847 |
x | 100 | x | 5,0 2,093 u
80 | x| 8 | x| 6,0 2,495 o
x| 80 | x| 80 3,283 u
100 | x | 60 | x| 5,0 2,093 u
x | 100 | x | 4,0 2,117 (o]
x | 100 | x | 10,0 5,130 u




